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惠州市安全生产标准化

三级达标企业

惠州市安全生产协会核发

全自动垂直升降电镀生产线 滚镀自动开盖生产线

广东见正机电电镀设备科技有限公司，旗下有湖南同赞智能装备有限公司、

广州市番禺见正电镀设备厂、广东见正重庆分公司，是研发、设计、生产、制

造表面处理、环保、涂装等设备的专业生产厂家。

生产主要原料均来自德国、日本、意大利等世界知名厂家。产品应用主要范

围：粉体涂装生产线、DISK静电自动涂装线、PCB电镀、铝(合金)阳极氧化

与硬质氧化、ABS塑胶件电镀、五金、电子产品电镀、汽车零配件电镀生产、海

绵电镀生产、照明、装饰、卫浴等产品以及化学镍的滚镀及挂镀生产等。拥有

众多自主知识产权和专利，以优质产品和人性化设计、卓越性能、快捷售后服

务，赢得了国内外客户的广泛认可和赞誉。

公司拥有广东省电镀行业协会常务理事单位、广东省守合同重信用企业、湖

南省电镀行业协会理事单位等多项荣誉和资质证书。

地址：惠州市博罗县园洲镇水电路67号

电话：86—752—6686 678

传真：86—752—6680 669

地址：广东省惠州市

电话：0752—6683 789

传真：0752—6680 699

地址：四川省广安市 电话：13925067899

地址：湖南省长沙市 电话：18813700088

全自动机械手生产线 全自动推进生产线

更多信息敬请登录
WWW． ．COm 鬻黧

。

一

万方数据



2022 年第 41 卷第 2 期（总 404 期） 

2022 年 1 月 30 日出版（1 月下半月） 

期刊基本参数：CN 44-1237/TS*1982*s*A4*76*zh*P*¥30.00*800*13*2022-01*n 

声明：本刊所登文章都将用于电子版，如有异议，请提前告知。未经许可，严禁转载。 

目 次 
镀覆技术  

77 次磷酸钠对锌–镍合金电沉积和镀层耐蚀性的影响 
刘军松, 潘秀, 田驰

转化膜技术  

85 极低锡量镀锡板铬−磷复合钝化及其膜层性能 
尹显东, 彭大抗, 黎德育

92 六次甲基四胺对 AZ91D 镁合金阳极氧化的影响 
付广艳, 陈兆苏, 任雷, 刘华成

96 几种元素在金属表面化学转化中的作用研究进展 
向可友, 杨晓波, 肖革, 蓝玉良, 曹瑞, 刘慧丛, 朱立群

防腐技术  

103 汽车腐蚀实例及车身制造过程质量管控 
李灼帅, 聂世锋, 林慧青, 余凯凯

涂装技术  

108 涂装新技术在上汽大众 120 JPH 涂装车间的应用 
周杰, 成亚君

113 高速列车橡胶外风挡表面涂层的制备及性能 
李嘉炜, 孙翌, 姜晓妍, 鉴冉冉, 黄靖, 曾宪奎, 王东, 姜云法

118 高铁白车身腻子自动打磨系统 
王浩, 赵民, 何晓龙, 孙禹, 齐淑林, 刘东

123 某型军用电子设备表面涂装涂膜凹坑分析及解决措施 
蔡林宏, 彭代强, 刘世梁

涂料技术  

127 复配缓蚀剂用于水性丙烯酸涂料抑制闪锈的研究 
卓耀文, 刘旭东, 向阳, 陈中华

132 高固体分低腐蚀蔓延环氧底漆的研究 
史美慧, 吴井龙, 韩悦, 康鑫, 周乃羽, 关帅

139 电厂脱硫塔内壁耐磨防腐涂料的研制 
李梦萱, 郭英奎, 邹金鑫, 刘见祥

144 硅溶胶对磷酸盐无机防腐涂层性能的影响 
丁铸, 肖炳斐, 王明燕

万方数据



Volume 41, Issue 2 (Total 404) 

Published on January 30th, 2022 

Submission Website: www.plat ing.org E-mail: edit@plating.org 

Publisher Address: No.6 Keyan Road,  Science City,  Guangzhou 510663,  China  

CONTENTS 
Deposition Technology  

77 Effect of sodium hypophosphite on electrodeposition behavior and corrosion resistance of Zn–Ni alloy coating
LIU Junsong, PAN Xiu, TIAN Chi

Conversion Coating Technology  

85 Preparation and properties of chromate–phosphate composite passivation coating on ultralow-tin tinplate 
YIN Xiandong, PENG Dakang, LI Deyu

92 Effect of hexamethylenetetramine on anodic oxidation of AZ91D magnesium alloy 
FU Guangyan, CHEN Zhaosu, REN Lei, LIU Huacheng

96 Research progress on the roles of several elements in chemical conversion of metal surfaces 
XIANG Keyou, YANG Xiaobo, XIAO Ge, LAN Yuliang, CAO Rui, LIU Huicong, ZHU Liqun

Anticorrosion Technology  

103 Some cases of automobile corrosion and quality control of body manufacturing process 
LI Zhuoshuai, NIE Shifeng, LIN Huiqing, YU Kaikai

Painting Technology  

108 Application of new painting technologies in a 120 JPH paint shop of SAIC Volkswagen 
ZHOU Jie, CHENG Yajun

113 Preparation and properties of the coating on rubber external windshield surface for high-speed train 
LI Jiawei, SUN Yi, JIANG Xiaoyan, JIAN Ranran, HUANG Jing, ZENG Xiankui, WANG Dong, JIANG Yunfa

118 Automatic putty sanding system for high-speed train body in white 
WANG Hao, ZHAO Min, HE Xiaolong, SUN Yu, QI Shulin, LIU Dong

123 Analysis on pit defect of coating on surface of a military electronic equipment and countermeasures
CAI Linhong, PENG Daiqiang, LIU Shiliang

Coating Material  

127 Study on application of composite corrosion inhibitor to prevent flash rusting of waterborne acrylic coating
ZHUO Yaowen, LIU Xudong, XIANG Yang, CHEN Zhonghua

132 Study on high-solid-content epoxy primer with low corrosion spread rate 
SHI Meihui, WU Jinglong, HAN Yue, KANG Xin, ZHOU Naiyu, GUAN Shuai

139 Preparation of wear-resistant and anticorrosive paint for inner wall of desulfurization tower in power plant
LI Mengxuan, GUO Yingkui, ZOU Jinxin, LIU Jianxiang

144 Effect of silica sol on properties of phosphate-based inorganic anticorrosive coating 
DING Zhu, XIAO Bingfei, WANG Mingyan

万方数据


