
第39卷第8期
Vo 1．3 9 No．8

万方数据



材料热处理学报
2018第39卷第8期 2018年8月25日 责任编辑：付海峰

复合材料

目 次

不同颗粒增强铜基复合材料的真空电击穿性能 ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯刘 勇，耿 昊，李国辉，田保红，顾正彬，张 毅(1)

TiB：颗粒混杂对TiB：／cu复合材料微观组织和性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯张胜利，宋克兴，国秀花，冯 江，龙 飞，梁淑华(7)

有色金属合金材料

退火处理对TizrAlv合金组织与力学性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯景 然(14)

冷轧变形量及退火温度对Ti-7．5Nb4Mo．2Sn合金织构和超弹性的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯陈 旺，孙洪吉，龚伦军，张德闯，林建国(20)

Tc4合金高温拉伸性能及其与织构的关联性 ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯姬忠硕，原菁骏，张麦仓(28)

应变速率对A1·zn—Mg-cu合金流变应力和微观组织的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯张 杰，李志辉，黄树晖，李锡武，刘红伟，张永安，熊柏青(38)

热处理温度对Ag_4Pd合金线性能及组织的影响⋯⋯⋯⋯曹 军，吴卫星，张 灿，花 涵，徐 旭(44)

三联冶炼IN718合金棒材650℃长期时效后的组织与性能⋯⋯⋯⋯⋯⋯王资兴，郑丹丹，王 磊(49)

黑色金属合金材料

微合金化高铁含量FeSiBPcu非晶合金的磁性能⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯崔立英，齐 民(57)

稀土Ce对钢中铜元素偏析的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯王 鹏，李长荣，刘 然，师 帅，李中元(63)

冷轧变形率对超纯铁素体不锈钢439板材退火组织与性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯杨玉芳，杨正山，王 琚，刘家骅，崔君军(68)

热处理对高Cr．Co—Mo轴承钢组织与性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯··肖茂果，李东辉，吕新杨，李绍宏，赵昆渝，杨卯生(75)

万方数据



退火工艺对Cr25耐热钢高温抗氧化性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯“

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯索忠源，付立铭，刘 邦，张志浩，王毅坚，单爱党(82)

回火温度对淬火22MnB5热成形钢组织及性能的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯徐德超，赵海峰，李学涛，范红妹，滕华湘，崔 阳(88)

回火温度对高强韧厚壁管组织和性能的影响⋯⋯⋯⋯⋯谭起兵，李 焱，张秀芳，张玉忠，韩 萍(95)

大直径锻造钢磨球的淬透性⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯蒲以松，王宝奇，宋孟超，张连贵(102)

冷轧低碳钢表面异常晶粒形成原因及演变⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯刘新院，李 霞，吴圣杰，李化龙(108)

TiB：钢结硬质合金摩擦磨损行为⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯周陈新，罗军明，李乐乐，徐吉林，黄 俊(114)

材料表面改性

喷砂表面覆盖率对7075铝合金表面完整性的影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯廖 凯，黄 鑫，龚 海，张萧笛，陈 辉，钟利萍(122)

20CrMnTi钢快速感应渗氮强化⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯颜志斌，刘 静，杨 峰，吴 璇，陆万吉(129)

GCrl5钢表面等离子熔覆硼化物覆层的高温氧化特征⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯常智敏，潘应君，柯德庆，王 盼，黄 辽，李子豪(135)

材料模拟计算

5052铝合金室温轧制边缘裂纹的数值模拟⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯文九巴，刘阳阳，贺俊光(141)

其他

稀土溶液改性对竹纤维增强制动材料力学与摩擦学性能的影响 ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯郑开魁，高诚辉，何福善，林有希，林 娇(147)

刊号：IssN 1009_6264 cN 11．4545／TG cODEN：CRxAAK邮发代号：82-591 国内定价：50元／册，全年600元

万方数据



TRANSACTIONS OF MATERIALS AND HEAT TREATMENT

Volume 39 Number 8 25 August 2叭8 Executive Editor： FU Hai—feng

CONTENTS

Vacuum electrical breakdown property of copper matrix composites reinfbrced by diff色rent panicles⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯LIU Yong，GENG Hao，LI Guo．hui，TIAN Bao-hong，GU Zheng-bin，ZHANG Yi(1)

Eff色ct of mixing TiB2 panicles on microstructure and propenies of TiB2／Cu composites⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯ZHANG Sheng—li，SONG Ke—xing，GU0 Xiu-hua，FENG Jiang，LONG Fei，LIANG Shu．hua(7)

Effect of annealing treatment on micmstructure and mechanical properties of TiZrAlV alloy⋯⋯⋯⋯⋯⋯ JING Ran(1 4)

Effects of cold rolling deformation and annealing temperature on texture and superelasticity of Ti．7．5Nb4Mo-2Sn

aUoy ⋯⋯⋯⋯⋯⋯⋯⋯⋯CHEN Wang，SUN Hong．ji，GONG Lun-jun，ZHANG De-chuang，LIN Jian—guo(20)

High temperature tensile properties of TC4 alloy and its relationship with texture⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯·

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯JI zhong-shuo，YuAN Jing-jun，zHANG Mai—cang(28)

Effbct of strain rate on now stress and microstructure of Al-Zn-Mg-Cu anoy⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

ZHANG Jie，LI Zhi—hui，HUANG Shu—hui，LI Xi—wu，LIU Hong-wei，ZHANG Yong-an，XIONG Bai-qing(38)

Effects of heat treatment temperature on properties and microstructure of Ag_4 Pd alloy bonding wire ⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯CA0 Jun，WU Wei-xing，ZHANG Can，HUA Han，XU Xu(44)

Microstmcture and properties of triple smelt IN7 1 8 alloy after long-term aging at 650℃⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯wANG zi-xing，zHENG Dan—dan，wANG Lei(49)

Magnetic properties of micro—alloyed FeSiBPCu amorphous aUoys with high Fe content ⋯⋯⋯ CUI Li—ying，QI Min(57)

Eff每ct of rare earth Ce on segregation of copper element in steel ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯·‘

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯wANG Peng，LI Chang-mng，LIu Ran，sHI Shuai，LI Zhong-yuan(63)

Efkct of cold roUing deformation rate on annealing microstructure and mechanical properties of 439 ultra-pure feHite

stainless steel ⋯⋯⋯⋯⋯⋯⋯YANG Yu—fang，YANG Zheng-shan，wANG Jun，LIU Jia-hua，CuI Jun·jun(68)

Effbcts of heat treatment on micmstructure and properties of a high Cr-Co-Mo alloyed heat resistant bearing steel

⋯⋯⋯⋯⋯·-XIAO Mao-guo，LI Dong—hui，LO Xin·yang，LI Shao_hong，ZHA0 Kun-yu，YANG Mao-sheng(75)

Eff色ct of annealing process on high temperature oxida“on resistance of Cr25 heat—resistant steel ⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯··SUO Zhong-yuan，FU Li—ming，LIU Bang，ZHANG Zhi-hao，WANG Yi-jian，SHAN Ai-dang(82)

万方数据



Effect of tempering temperature on microstIucture and mechanical properties of 22 MnB5 hot stamping steel after

quenching ⋯⋯⋯XU De—chao，zHAO Hai-feng，LI Xue-tao，FAN Hong—mei，TENG Hua—xiang，CUI Yang(88)

Eff音ct of tempering temperature on microstrcuture and properties of high strength thick。walled tube ⋯⋯⋯⋯⋯·’

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯··TAN Qi—bing，LI Yan，ZHANG Xiu-fang，ZHANG Yu—zhong，HAN Ping(95)

Hardenabil“y of large diameter forged steel grinding balls⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯PU Yi．song，wANG Bao-qi，SONG Meng-chao，zHANG Lian-gui(102)

Causes and evolution of abno珊al grains formation on cold-rolled low carbon steel surface ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯LIu xin—yuan，LI xia，WU Sheng-jie，LI Hua—long(108)

Friction and wear pmperties of TiB2 steel bonded hard alloy
⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯ZHOU Chen．xin，LU0 Jun—ming，LI Le-le，XU Ji—lin，HUANG Jun(114)

Effect of surface coverage ratio of shot—peening on surface integrity of7075 aluminum alloy⋯⋯⋯⋯⋯⋯⋯⋯·’

⋯⋯⋯⋯⋯⋯⋯⋯⋯LIAO Kai，HUANG Xin，GONG Hai，ZHANG Xiao·di，CHEN Hui，ZHONG Li—ping(122)

Rapid induction nitriding strengthening of 20CrMnTi steel⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯··YAN Zhi-bin，LIU Jing，YANG Feng，WU Xuan，LU Wan．ji(129)

High-temperature oxidation characteristics of plasma cladding boride coating on GCrl 5 steel surface ⋯⋯⋯⋯⋯·

⋯⋯⋯⋯⋯⋯⋯⋯⋯CHANG Zhi—min，PAN Ying-jun，KE De-qing，WANG Pan，HUANG Liao，LI Zi-hao(135)

Numerical simulation of edge crack in 5052 aluminum aUoy roned at room temperature
⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯·‘

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯WEN Jiu-ba，LIu Yang-yang，HE Jun—guang(141)

Eff毛ct of rare eanh solution modification on mechanical and tribological properties of bamboo fiber reinforced brake

materials ⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯ZHENG Kai—kui，GAO Cheng-hui，HE Fu—shan，LIN You-xi，LIN Jiao(147)

Code N哪ber：ISSN 1009J6264 CN 11-4545／TG CODEN：CRXAAK A咖aI Ihte：600 USD(including postage by air)

万方数据



材料热处理学报
TRANSACTIONS OF MATERIALS AND HEAT TREATMENT

第39卷第8期 总第21 8期 2018年8月25日(月刊．1980年创刊)

V01．39 No．8 August 25，2018 (Monthly，Started in 1980)

主管单位：中国科学技术协会

主办单位：中国机械工程学会

主 编：周 玉

副主编：闫牧夫 顾剑锋 李俏

石 伟

编辑部主任：李俏

编辑部副主任：付海峰

编辑出版：《材料热处理学报》编辑部

地 址：北京市海淀区学清路18号

北京机电研究所院内(100083)

电 话：010—62914l 15，82415080

传 真：010一62914115

网 址：www．mhtcn．org

电子信箱：c11’c1@vjp-163．com

印 刷：北京科信印刷有限公司

刊 号：ISSN 1009—6264

CN 11_4545／TG

CODEN：CRXAAK

国内发行：北京报刊发行局

邮发代号：82—591

国内定价：50元／册，全年：600元

Responsible Department：

China Association for Science and Technology

Sponsor：Chinese Mechanical Engineering Society

Chief Editor：ZHOU Yu

Vice Chief Editor：YAN Mu—fu，GU Jian—feng，LI Qiao，SHl wei

Managing Editor：LI Qiao

Vice Managing Editor：FU Hai—f-eng

Edited and PubUshed： Editorial 0ffice of TRANSACTl0NS 0F

MATERIALS AND HEAT TREATMENT

Address：No．18，Xueqing Road，Beijing 100083，China

Tel：86．10—62914115，82415080

Fax：86—10—62914115

http：／／www．nllltcll．org

E-mail：clrcl@vip．163．com

Code No．：ISSN 1009．6264

CN l 14545／TG

CODEN：CRXAAK

Annual Rate：600 USD(including postage by air)

全国中文核心期刊

中国科技核心期刊

中国科技论文统计与分析用刊

中国科技期刊ChinaInfo系统用刊

中国期刊方阵双效期刊

RCCSE中国权威学术期刊(A+)

中国科学引文数据库(CscD)来源期刊

中国期刊全文数据库(CJFD)用刊

中国期刊网、中国学术期刊全文收录期刊

荷兰SCOPuS数据收录期刊

美国《化学文摘》CA文献源期刊

美国《剑桥科学文摘》csA文献源期刊

金属文摘METADEX文献源期刊

日本科技情报中心JICsT文献源期刊

AJ、EMA等收录期刊

敬请关注我刊微信公众号，可通过公众号查询稿件处

理进度及过刊等。

万方数据


