
LIANGANG
（双月刊  1985年创刊）

第 37卷  第 3期
2021年 6月

目   次

·转炉及电炉冶炼 ·

转炉炼钢过程中锰氧化的研究 杨文远 ，蒋晓放 ，王明林 ，崔怀周（ 1 ）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

120 t复吹转炉高强度底吹 CO2工业试验 魏国立 ，朱青德 ，胡绍岩 ，朱  荣 ，冯  超（10）⋯⋯⋯⋯⋯⋯⋯

石灰石与铁水中碳元素相互作用的试验研究 毛文文 ，李晨晓 ，张仕骏 ，石晓伟 ，路博勋 ，胡晓军（17）⋯⋯

基于水平集的钢水图像分割方法 江  俊 ，任条娟 ，王金铭 ，叶芳芳（22）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

·炉外精炼 ·

RH 壁面润湿性对气液两相流行为的影响研究 李怡宏 ，董  超 ，朱宏伟 ，崔  鑫 ，赵昱琨（29）⋯⋯⋯⋯

LF深脱硫钢种钢包结壳分析及控制方法
杨俊峰 ，韩少伟 ，江腾飞 ，韩凯峰 ，朱  良 ，安永超 ，孙永林（39）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

·凝固与浇铸 ·

钙处理低合金高强钢连铸过程中塞棒侵蚀机理及其改进 周杨鹏 ，杨  健 ，鲁欣武 ，刘万善（44）⋯⋯⋯⋯

大断面连铸圆坯中心裂纹的成因和控制研究 谢仲豪 ，何  杨 ，刘建华 ，刘  阳 ，刘  颖 ，江宏亮（51）⋯⋯

选分结晶对包晶钢连铸坯表面裂纹的影响 曹  磊 ，王国连 ，黄伟青 ，韩立浩 ，石永亮 ，王景奇（58）⋯⋯⋯

帘线钢用镁炭质水口附着物物相及成因分析 赵海峰 ，谢丹丹 ，杜芳林（62）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

·产品工艺及质量控制 ·

碲对易切削钢硫化物及切削性能的影响 张盼盼 ，王  冬 ，沈  平 ，谢剑波 ，田钱仁 ，付建勋（66）⋯⋯⋯⋯

预应力钢绞线 SWRH82B锥形断裂机理及优化研究 张振全 ，张明博（74）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

关于《炼钢》杂志官网启用新域名的公告

各位作者 、读者及审稿专家 ：

《炼钢》杂志近日完成网站更新 、升级及新域名的启用 ，新域名为 http ：／／www ．bwjournal ．com ，原

域名 lg ．sudainfo ．com仍将延用至 2021年 8 月 30日 。希望各位作者 、读者及审稿专家将我刊新域名

http ：／／www ．bwjournal ．com放入收藏夹 ，以方便大家使用 。

除了网址变更外 ，《炼钢》编辑部办公地址 、邮编 、电话 、传真 、Email等联系方式均保持不变 。

特此公告 。

《炼钢》编辑部

2020年 7月 24日



STEELMAKING
（Bimonthly）

Started Publication in 1985

Jun ．2021
Vol ．37  No ．3
Sum 211

CONTENTS
BOF & EAF Steelmaking

Research on manganese oxidation in the process of converter steelmaking
 YANG Wenyuan ，JIANG Xiaofang ，WANG Minglin ，CUI Huaizhou（ 1 ）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Industrial test of high-intensity bottom blowing CO 2 in 120 t combined blowing converter
 WEI Guoli ，ZHU Qingde ，HU Shaoyan ，ZHU Rong ，FENG Chao（10）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Experimental study on the interaction between limestone and carbon in molten iron
 MAO Wenwen ，LI Chenxiao ，ZHANG Shijun ，SHI Xiaowei1 ，LU Boxun ，HU Xiaojun（17）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Molten steel image segmentation method based on level set
 JIANG Jun ，REN TiaoJuan ，WANG JinMing ，YE Fangfang（22）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Secondary Refining

The influence of wettability on gas-liquid two phase flow in RH refining
 LI Yihong ，DONG Chao ，ZHU Hongwei ，CUI Xin ，ZHAO Yukun（29）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Analysis and control method of slag crusting for LF deep desulfurization refining
 YANG Junfeng ，HAN Shaowei ，JIANG Tengfei ，HAN Kaifeng ，ZHU Liang ，AN Yongchao ，SUN Yonglin（39）⋯⋯⋯

Solidification & Continuous Casting

Mechanism and improvement of erosion of stopper rod during continuous casting process of high-strength
 low-alloy steel after calcium treatment  ZHOU Yangpeng ，YANG Jian ，LU Xinwu ，LIU Wanshan（44）⋯⋯⋯⋯⋯⋯

Research on causes and control of central cracks in large section continuous casting round billets
 XIE Zhonghao ，HE Yang ，LIU Jianhua ，LIU Yang ，LIU Ying ，JIANG Hongliang（51）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Effect of selective crystallization on slab surface cracks during continuous casting of peritectic steel
 CAO Lei ，WANG Guolian ，HUANG Weiqing ，HAN Lihao ，SHI Yongliang ，WANG Jingqi（58）⋯⋯⋯⋯⋯⋯⋯⋯⋯

Analysis of the phase and formation of the attachment on the inner wall of magnesium-carbon SEN for the cord steel
 ZHAO Haifeng ，XIE Dandan ，DU Fanglin（62）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Product Process & Quality Control

Effect of tellurium on the sulfide and machinability of free cutting steel
 ZHANG Panpan ，WANG Dong ，SHEN Ping ，XIE Jianbo ，TIAN Qianren ，FU Jianxun（66）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯

Study on mechanism and optimization of cone fracture of SWRH 82B prestressed steel strand
 ZHANG Zhenquan ，ZHANG Mingbo（74）⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯


