
CODEN LG IAAZ

N G

ISSN 1002—1043

CN 42—1 265／-I"F

r j

万方数据



炸饲
LIANGANG

(双月刊1985年创刊)

第39卷第2期

2023年4月

目 次

·专题论述·

Mg处理对厚板中第二相粒子、HAZ组织及韧性的影响⋯⋯⋯⋯⋯⋯⋯张玉旗，张银辉，杨健(1)

·炉外精炼·

精炼渣A1。03含量对铝脱氧钢中夹杂物的影响⋯⋯⋯⋯于会香，邱光元，郝丽霞，赵艳宇，王新华(18)

IF钢RH脱碳结束氧含量对钢液洁净度的影响

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯安超，李辉，张普，李利杰，杜国峰，刘晓明(24)

真空精炼过程底吹氩气工艺对风电钢中大颗粒夹杂物的影响⋯⋯罗艳，杨文，刘占礼，姜静宇(28)

·凝固与浇铸·

超低碳钢连铸过程中间包覆盖剂结壳机理研究⋯⋯⋯⋯凌海涛，吴锦圆，王海军，常立忠，仇圣桃(36)

中间包结构对钢液流动及夹杂物去除的数值模拟研究

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯李中华，田 伟，吴飞鹏，陈宏亮，陈 威，王新东，张立峰(42)

高硅含钛奥氏体不锈钢“结晶器结鱼”分析及改进

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯陈兴润，马国财，魏维岗，胡桓彰，刘斌，潘吉祥(49)

碲对46MnVS非调质钢中硫化物分布的改质规律⋯⋯⋯⋯⋯沈伟，李志伟，田钱仁，付建勋(56)

50钢板表面龟裂纹的形成原因与控制⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯王冠，郑万，许博(62)

基于双相变控冷技术的微合金钢板坯表面裂纹控制技术研发及应用

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯王迎春，徐国栋，华骏山，蔡兆镇(68)

·产品工艺及质量控制·

重轨钢钢液与镁质耐火材料的润湿行为⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯刘京龙，罗艳，刘 南，张立峰(73)

稀土加入时机对重轨钢成分及夹杂物影响⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯白国君，杨吉春，梁文京(82)

万方数据



STEELMAKING

(Bimonthly)

Started Publication in 1985

Apr．2023

V01．39 No．2

Sum 222

CoNTENTS

’Special Topics‘

Eftect of Mg treatment on secondary phase particles，microstructure and toughness in the HAZ of steel plate

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯．．ZHANG Yuqi，ZHANG Yinhui，YANG Jian(1)

·Secondary Refining·

Elfect of A12 03 content in refining slag on non-metallic inclusions in A1一killed steel

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯YU Huixiang，QIU Guangyuan，HAO Lixia，ZHAO Yanyu，WANG Xinhua(18)

Effect of oxygen content on liquid steel cleanliness after RH decarburization of IF steel

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯．．AN Chao，LI Hui，ZHANG Pu，LI Lijie，DU Guofeng，LIU Xiaoming(24)

Effect of the bottom blowing process on large-size inclusions in wind power steel during vacuum refining process

．．⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯．．I，1JO Yan。YANG Wen，LIU Zhanli，J1ANG Jingyu(28)

·Solidification&Continuous Casting·

Investigation on the crust mechanism of tundish cover powder during continuous casting of ultra-10w carbon sted

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯LING Haitao，ⅥrLJ Jinyuan，WANG Haijun，CHANG Lizhong，QIU Shengtao(36)

Numerical simulation of the effect of tundish structure Oil steel fluid flow and inclusion removal

⋯⋯．LI Zhonghua，TIAN Wei，WU Feipeng，CHEN Hongliang，CHEN Wei，WANG Xindong，ZHANG Lifeng(42)

Analysis and improve of the floater in mould of high silicon titanium stabilized austenitic stainless steel

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯CHEN Xingrun．MA Guocai，WEI Weigang，HU Huanzhang，LIU Bin，PAN Jixiang(49)

Modification of sulfide distribution in 46MnVS nowquenched and tempered steel by tellurium

⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯．．SHEN Wei，LI Zhiwei，TIAN Qianren，FU Jianxun(56)

Formation reason and control of craze cracks on the surface of 50 steel plate

⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯．⋯⋯⋯⋯⋯⋯⋯⋯．⋯WANG Guan，ZHENG Wan，XU t30(62)

Research and application of SUrface crack control technology for microalloyed steel slab based on dual-phase

transfomation with controlled cooling ．⋯⋯⋯··WANG Yingchun，XU Guodong，HUA Junshan，CAI Zhaozhen(68)

·Product Process&Quality Control。

Wetting behavior of molten heavy rail steel and MgO based refractories

⋯．⋯．．⋯．⋯．．．⋯．。⋯．⋯⋯⋯．．⋯．⋯．．⋯．．．⋯⋯⋯．⋯．．⋯．．．LIU Jinglong，LUO Yan，LIU Nan，ZHANG Lifeng(73)

Influence。f rare earth addition time on composition and inclusions of heavy rail steel

⋯⋯⋯．．⋯．．⋯．．⋯⋯⋯．．．⋯⋯．⋯．．．⋯⋯⋯．⋯．⋯⋯．⋯⋯．．．⋯．．⋯BAI Guojun，YANG Jichun，LIANG Wenjing(82)

万方数据



．t‘

I

繁

／

＼
。1．

1

＼ 1

夕
／

N
＼ ?≮

广告经营许可证号：武市场广登字[2020】2号 邮发代号：38—377 定价：15．00元

～、、鞑警，+

万方数据


