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s 1 €5t and Investigation

wPattern evolvement of the central segregation and looseness of the
continuous casting billet in rolling process
SUI Xiao-hong, XIE Guang-qun, LIU Ming,et al(661)

W Wear-resistant of ZG35Mn2Si2CrB steel under middle and small loading

after different heat treatment
YIN Jie, YIN Kai, WANG Dong(665)

W Statistical distribution model of impact energy for welded joints
of ADB610D steel

SU Xia, XU Ren-ping, ZHANG Tian-hui(669)
w Comparison of the properties of 2205 duplex stainless steel cold rolled plates
LIU Li-xia, DING Cheng-hua, SHI Ming(673)
wMicrostructure and properties of 2Cr13 steel after vacuum high pressure
gas quenching
WANG Yun-ling(675)
W Determination of heat treatment technics of ZA40 alloy
SHEN Yan-jin(678)
e Test Technique and Method
w Preparation for cross-sectional TEM specimen treated by self

surface nanocrystallization
CHEN Chun-huan, REN Rui-ming, SONG Ming-hui, et 2/(680)

W Acorrosive method for ferritic-austenitic duplex stainless steels .

GUO Hai-xia, HAN Shun-chang, LI Xue-feng,et a/(684)

e Review
wMeasurement and elimination method of residual stress for casting
SHI Jian-song, LI Hui(686)
s Standardization

wData rounding in mechanical property tests
. KAN Yu-qi, ZHAO Jia-zhen, YANG Wen-bin(692)

Quality Control and Failure Analysis
wFailure analysis for a detent mechanism of missile launcher

ZHANG Kun, TIAN Ke(696)
N Fracture analysis of circulatory pump bolts
JIANG Cheng-jun, JJANG Xiao-dong(699)
wCracking analysis of die casting mould of SKD61 steel
WANG Chun-liang, LU Hui, LIU Le, ez al(703)

e Practical Experience
WA probe to issues concerning mechanical properties test of import and

export reinforced steel bar
GUO Liang, WU Jin-long, YANG Dong-biao(707)
s Testing and analysis on oxide in stainless steel pipe after operation 10 000 h
LIU Hong-guo(711)
wFracture reasons and control measures of 77MnA high carbon steel wire
ZHANG Ai-mei(714)

s T€St Equipment and Application
w Shanghai synchrotron radiation facility and its application
MA Li-dun(717)

e SPecial Subject
wBasic knowledge of synchrotron radiation
——Lecture No.5 Imaging technique and its applications in
synchrotron radiation (I11)
YANG Chuan-zheng, CHENG Guo-feng, HUANG Yue-hong(724)
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