
目次
CONTENTS

     管理篇

【管理大家谈】

1    论公司法人人格否认制度

      /梁琳璞

        技术篇

【专    论】

3    中国和澳大利亚管道压力试验标准差异分析

      /蔡   亮 孙明周 庄   栋 张志刚

8    CO2环境中咪唑啉缓蚀剂ZC-1对N80钢的缓蚀性能评价

      /万家瑰

【经验交流】

11   加氢反应器失效原因分析

      /单婷婷

14  蒸馏装置铜构件液化气介质中的腐蚀行为研究

      /胡校苹 丁继峰 栾   媛 马长江 马光皎

19  关于油田注水管线防腐措施的探究

      /王庆东

22  城市燃气管网阴极保护系统失效分析

      /郭   堃

25  国内参比电极现状简述

      /曲本文 刘兴章 陈志强 鲁统军

28  浅析粗糙度微观形貌对海洋钢结构油漆附着力的影响

      /吴显斌 豆小艳 何   宾 姜   伟 付正强 

       孔   琦  季文翔 张小珂

32  提高埋地集输管道检测灵敏度的工艺技术研究

      /陈   剑

35  循环伏安法对新型阳极的电化学性能研究

      /尚用甲 代绪成

39  Cl-和CO2共存环境下P110钢的电化学腐蚀影响实验研究

      /张吉鼎 宋冬行

【腐蚀研究】

44  混凝土中钢筋的腐蚀与防护研究进展

      /张文毓

50  牺牲阳极阴极保护技术在曹娥江大闸上的应用

      /瞿   彧 刘永柱 程明山 黄明智

56  关于油田注水管线腐蚀原因及防腐措施的探究

      /蒙   磊

59  某滨海电厂循泵腐蚀事故分析与对策

      /李国磊 孙振铜 孟   超 李军威

64  钢结构桥梁防腐蚀工艺研究

      /孟德荣 李文华 陈   颖

66  石化设备安装过程中的常减压装置腐蚀问题的研究 

      /李晓东

68  无溶剂环氧涂料在大型储罐防腐中的应用

      /徐振海

73  油田防腐保温技术存在的问题分析

      /徐   强

75  油田埋地管线腐蚀检测与防护技术分析

      /郇述良

77  预膜技术在循环水管道抗内壁腐蚀应用

      /王洪兵

79  核电厂海水系统钢筋混凝土腐蚀现状及检测评估

      /刘东林 朱昌荣 胡梦莹 佟占勇

82  油田集输管线防腐技术研究

      /胡少君

【生产实践】

85  耐碱玻璃纤维在道路混凝土中的应用分析

      /陈雪梅

87  油化联合装置制氢工艺管道结焦及腐蚀开裂行为研究

      /胡校苹 丁继峰 栾   媛 马长江 孙振铜

万方数据



CONTENTS

TOTAL CORROSION CONTROL
(Monthly)

Vol. 31 No.06 (Serial No. 207) JUN 28, 2017

Sponsored by China Industry Anticorrosion Technology Association (CIATA)
Edited and Published by the Editorial Department of TOTAL CORROSION CONTROL
Honorary Chairman of Editorial Committee: PAN Lian-sheng
Chairman of Editorial Committee: KE Wei
Editor in Chief: REN Zhen-duo (Concurrently)
Add: C-509, Yayunhaoting, No.9 Xiaoying Rd, Chaoyang Dist., Beijing, China
Post Code: 100101
Tel: (8610) 64896415     64896750
Fax: (8610) 64896415
Fixed Price: USS | 6.00
Web site: http://www.ciata-tcc.com

· Monograph ·
Difference Analyse on China and Australia Pipeline Pressure Testing Standards
............................................................................................CAI Liang,  SUN Ming-zhou,  ZHUANG Dong,  ZHANG Zhi-gang (3)
Evaluation of Corrosion Inhibition Performance of Imidazoline Corrosion Inhibitor ZC-1 on N80 Steel in CO2 Environment
....................................................................................................................................................................................WAN Jia-gui (8)

· Experience Exchange ·

Failure Analysis of a Hydrogenation Reaction Chamber .................................................................................. SHAN Ting-ting (11)
Research the Corrosion Behavior of Copper Liquid Gas Medium Components Distillation Device
.....................................................................HU Xiao-ping,  DING Ji-feng,  LUAN Yuan,  MA Chang-jiang,  MA Guang-jiao (14)
Research on anti corrosion measures of oilfield water injection pipeline ..................................................... WANG Qing-dong (19)
City’s Gas Pipeline Cathodic Protection System Failure Analysis .............................................................................GUO Kun (22)
The Domestic Current Situation of the Reference Electrode is Briefly
............................................................................................. QU Ben-wen,  LIU Xing-zhang,  CHEN Zhi-qiang,  LU Tong-jun (25)
Analysis on the affection of roughness microstructure to paint adhesion with offshore steel structures
.........WU Xian-bin,  DOU Xiao-yan,  HE Bin,  JIANG Wei,  FU Zheng-qiang, KONG Qi,  JI Wen-xiang,  ZHANG Xiao-ke (28)
The Technology Research to Improve the Detection Sensitivity of Buried Transportation Pipeline
.....................................................................................................................................................................................CHEN Jian (32)
Study on Electrochemical Properties of New Anode By Cyclic Voltammetry
............................................................................................................................................... SHANG Yong-jia,  DAI Xu-cheng (35)
Experimental Study on Electrochemical Corrosion Behavior of P110 Steel in the Presence of Cl- and CO2
.............................................................................................................................................ZHANG Ji-ding,  SONG Dong-xing (39)

· Corrosion Research ·

Corrosion of Steel Rods in Reinforced Concrete and Protection Research Progress
........................................................................................................................................................................... ZHANG Wen-yu (44)
Application of Sacrificial Anode Cathodic Protection Technology in Cao’e River Gate
............................................................................................ QU Yu,  LIU Yong-zhu,  CHENG Ming-shan,  HUANG Ming-zhi (50)
Study on Corrosion Cause and Anti - corrosion Measures of Water Injection Pipeline in Oilfield
.....................................................................................................................................................................................MENG Lei (56)
Analysis and Countermeasures of the Corrosion Accident of the circulating pump in a coastal power plant
.............................................................................................................LI Guo-lei,  SUN Zhen-tong,  MENG Chao,  LI Jun-wei (59)
Study on Corrosion Prevention of Steel Structure Bridge
................................................................................................................................MENG De-rong,  LI Wen-hua,  CHEN Ying (64)
Study on Corrosion of atmospheric and vacuum distillation unit in petrochemical equipment installation
................................................................................................................................................................................. LI Xiao-dong (66)
Application of Solvent-free Liquid Epoxy Coating in Anti-corrosion of Large Storage Tank
..................................................................................................................................................................................XU Zhen-hai (68)
Analysis of the Problems Existing in the Oilfield Anticorrosion Heat Preservation Technology ................................XU Qiang (73)
Oilfield Buried Pipeline Corrosion Detection and Protection Technology Analysis ..........................................XUN Shu-liang (75)
Application of the Pre-filming Technology in Anti Corrosion of Inner Wall of Circulating Water Pipeline
........................................................................................................................................................................ WANG Hong-bing (77)
Abd for Nuclear power plant ...................................... LIU Dong-lin,  ZHU Chang-rong,  HU Meng-ying,  TONG Zhan-yong (79)
Study on Anticorrosion Technology of Oil Gathering Pipeline ..............................................................................HU Shao-jun (82)

· Production Practice ·

Alkali Resistant Glass Fiber in the Application of Road Concrete Analysis
............................................................................................................................................................................. CHEN Xue-mei (85)
Oil and Joint Device Hydrogen Production Process Pipe Coking and Corrosion Cracking Behavior Research 
.................................................................... HU Xiao-ping,  DING Ji-feng,  LUAN Yuan,  MA Chang-jiang,  SUN Zhen-tong (87)

万方数据


